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RESULTS : MORPHOLOGIES and MAGNETIC PROPERTIES
Comparison : SPS/Conventional Sintering

FeCoT-002 Magnetic properties
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No crystal growth

(27 + 1) nm before sintering

(29 + 1) nm after sintering
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Crystal growth!

- Higher saturation magnetization
higher density

- Higher coercivity
smaller crystallite size




